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ABSTRACT

Graphene is one of the best reinforcement materials but have a strong tendency to agglomerate and will affect the final 
properties of the composite. Effect of mechanical properties with addition of Graphene Nano-platelets (GNPs) in copper 
through powder injection molding (PIM) process was investigated. 2 feedstocks was prepared, one is Cu 100% and Cu/0.5 
vol.% GNPs. Both feedstocks use same powder loading, 62% powder and 38% binder and the binder system used for this 
study consist of polyethylene glycol (PEG), polymethyl methacrylate (PMMA) and stearic acid (SA). The feedstocks were 
sonicated, and ball milled using the same parameters and then continue with until injection process. The produced green 
part strength and density were tested. The main reason to for density testing is to determine either addition of GNPs will 
affect the composite density The average green density for Cu 100% is 5.835 g/cm3, which is 99.84 % from the theoretical 
density. Meanwhile for Cu/GNps 0.5%, the average density is 5.874 g/cm3, which is 99.91 % from the theoretical density. 
For the green strength, the average maximum flexural strength for Cu 100% is 15.29 MPa and 14.32 MPa for Cu/0.5 vol.% 
GNPs. Even though the density of Cu/GNPs composites decrease with addition of 0.5 vol% GNPs but both sample strength 
indicates good mechanical properties and suitable for debinding and sintering process.
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INTRODUCTION

With the current increased demand for higher performance 
electronic product in terms of speed and graphic, higher 
thermal conductivity and heat dissipation component is 
needed to support the merging of new devices (Saboori et 
al. 2018). Most of the traditional metal and alloys cannot 
meet the requirement of this device. Thus the solution 
is to develop metal matrix composite (MMCs) (Qu et al. 
2011). Commonly, Aluminium (Al) and Copper (Cu) been 
chosen as metal matrix because of their good thermal 
conductivity and reinforcement used were ceramic, carbon 
and diamond (Sidhu, Kumar, and Batish 2015). Among 
other reinforcement, graphene is considered a perfect 
reinforcement for MMCs due to its exceptional properties: 
high thermal conductivity, high young modulus and high 
tensile stress (Hu et al. 2016). Copper (Cu) nanocomposite 
was chosen due to its enhanced mechanical, electrical and 
thermal properties that were leading to numerous electronic 
application (Pavithra et al. 2014). Copper is more difficult 
to extrude, stamp, cast or machine but it is more commonly 
processed with powder metallurgy techniques (Johnson et al. 
2005). There are several techniques in powder metallurgy; 
some of them are metal injection molding (MIM), hot 
isostatic pressing (HIP), powder forging (PF) and powder 
injection molding (PIM). 

PIM is one of the favourite technique due to its near-net 
shape forming technology with suitable to producing small 
parts with complex shape (Qu et al. 2011)(Emeka et al. 
2017). PIM also has the potential to produce high in volume 
at low cost while can meet the geometry requirement 
(Johnson et al. 2005). Furthermore, through PIM process, the 
product already achieves the final form and not need further 
machining process (Md Ani et al. 2017). Basically there 
are four steps in PIM, the process start with mixing metal 
powders with binders to form a feedstock, then injection 
molding of green part, after that debinding process consists 
of solvent and thermal that purposely to extract the binder 
from material and lastly will be sintering process to obtain 
the final material (Ramli et al. 2019). Polyethylene glycol 
(PEG) is the most extensively reported main binder used in 
previous research due to its non-toxicity and commercial 
availability (Hayat et al. 2017). Polymethyl methacrylate 
acrylic (PMMA) often used as a secondary binder in PEG-
based binder system due to its excellent compatibility 
(Hayat et al. 2015). To improve powder wetting, stearic acid 
(SA) often used as surfactant and lubricant (Irwan Ibrahim 
et al. 2011).

Most of the recent material used for thermal application 
is a combination of two or three material due to traditional 
metals and cannot meet the current requirement of thermal 
application products (Hu et al. 2016). Moreover, until 
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now true potential of graphenes are yet discovered. The 
processing and dispersion method constantly upgrading 
thus there still need for promising methods for fabrication. 
Most common processing techniques for GNPs composites 
are semipowder metallurgy (SPM), molecular-level mixing 
(MLM), electrochemical deposition (ELD), spray forming 
(SF), powder injection molding (PIM) and selective laser 
melting (SLM). (Naseer et al. 2019). Yue et al. 2017 
fabricated GNSs/CU using ball milling and hot-press 
sintering, reported that on 0.5 wt% the UTS is highest 
and decreasing with addition of more GNSs. To date, 
there are not many reports conducted Cu reinforced with 
graphene through the PIM process. This study is focusing 
on the effect of mechanical properties with the addition of 
GNPs in Cu/GNPs composite and the moldability of the 
composites

METHODOLOGY

MATERIALS

Cu used for this study is a gas atomized copper powder 
and was supplied from Sandvik Materials Technology. 
Based from particle size analyzer, average powder size 
for D (0.1) is 11.784 µm, D (0.5) is 38.194 µm and for D 
(0.9) is 103.817 µm. The bulk density of Cu powder is 8.93 
g/cm3. While the fillers used for this study is Graphene 
Nanoplatelets (XGNp – M grade) and was supplied by XG 
Sciences, Inc. Based from particle size analyzer, average 
powder size for D(0.1) is 6.423 µm, D(0.5) is 14.598 µm 
and for D(0.9) is 418.881µm. According to manufacturer 
datasheet, bulk density for GNps is 2.2 g/cm3. FESEM 
micrograph of Cu and GNps are shown in figure 1, it shows 
that Cu powder is spherical, meanwhile GNps powder are 
in flake shapes.  

METHODS

The sample was prepared accordingly from the pre-mixing, 
mixing and injection process. The process starts with the 
pre-mixing process. Sonication and ball milling methods 

were used in the pre-mixing process and its functioned 
to disperse the GNps (Kadiman et al. 2018), where the 
GNps were sonicated at 55°C for 1 hour in distilled water, 
the sonicated GNps were left dried in oven for 18 hours 
at temperature 100°C in order to remove any moisture on 
the sample. After that, the dried GNps was mixed with 
Cu powder using planetary ball mill Pulverisette 6 with 
milling speed of 100 rpm for 4 hours. Dispersion process is 
essential for nano-filler materials to prevent agglomeration 
in the next process (German 2012). Next, the ball milled 
GNps was mixed with Cu powder and binders at 150 °C 
for 1 hour using a Brabender mixer. Both feedstocks use 
same powder loading, 62% powder and 38% binder and the 
binder system used for this study consist of polyethylene 
glycol (PEG), polymethyl methacrylate (PMMA) and stearic 
acid (SA). Selection of binder system is important to control 
the homogeneity level of feedstocks and control the quality 
of injection molding output (Ismail, Muhammad, and Omar 
2008). The feedstock was then injected into a tensile bar 
using Boy 22A injection molding machine. The parameter 
used to inject both feedstocks are same, mold temperature 
is set to room temperature or 30°C, holding time is 7 sec 
and injection pressure is 8 bar. Next is to set injection 
temperature, the temperature for the nozzle is set to 170°C, 
125°C for the front, 120°C for the middle, 115°C for the rear 
1 and 110°C for rear 2. Figure 2 shows the sample of 100 
vol.% Cu and Cu/0.5 vol.% GNPs green part. 

The density of both green parts were determined by 
using Archimedes method based on MPIF standard 42. 
The measured density will be compared to the theoretical 
density in order to determine the different percentage. The 
theoretical density is measured by added weight percentage 
of powder and binder use with respect of the weight of the 
sample. Next the green part will undergo flexural strength 
test using three-point bending test. The three-point bending 
are conducted in line with MPIF standard 15. Each specimen 
of both samples was supported transversely to the load over 
a span of 30mm and the mid-span was loaded gradually until 
fracture of the specimen. A crosshead velocity of 0.2mm/
min was utilised. The average width and thickness of the 
samples were 5.66mm and 3.49mm respectively.

(a) (b)
FIGURE 1. FESEM micrograph of (a) Copper powder (b) Graphene Nanoplatelets
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FIGURE 2. Cu 100% and Cu/0.5 vol.% GNPs greenpart

FIGURE 3. SEM for 100 vol.% Cu and Cu/GNps 0.5% feedstock

FIGURE 4. SEM for 100 vol.% Cu and Cu/GNps 0.5% green part

RESULT AND DISCUSSION

Figure 3 shows scanning electron microscopy (SEM) for 
100 vol.% Cu and Cu/0.5 vol.% GNPs feedstock. The 
optical zooming is 2.k and the size is 30um. From the SEM 
image, it shows the evidence of well-dispersed powder 
particles in the binder matrix indicating a good mixture of 
feedstock. 

Furthermore, SEM image as shown in figure 4 also 
indicated a good mixture and compacted sample for both 
100 vol.% Cu and Cu/GNps 0.5% green part. 

The density and green strength test have been done in 
this study. Table 1 shows the density result of 100 vol.% 
Cu and Cu/0.5 vol.% GNPs green part. The average green 
density for 100 vol.% Cu is 5.835 g/cm3, which is 99.84 % 
from the theoretical density. 

Meanwhile for Cu/0.5 vol.% GNPs, the average density 
is 5.874 g/cm3, which is 99.91 % from the theoretical 
density. Density of Cu/GNPs composites decrease with 
addition of 0.5 vol% GNPs , this is due to the relative density 
of graphene (2.2 g/cm3) are lower than copper (8.9 g/cm3) 
(Hidalgo-Manrique et al. 2019). From the measured density, 
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the value is nearly the same to the theoretical density; these 
indicate that binder and composite materials are uniformly 
mixed.

Green strength refers to the mechanical strength of the 
parts where a compacted powder should have to withstand 
mechanical operation and handling, it is subjected after 
pressing and before sintering, without damaging its 
details and sharp edges (Irwan Ibrahim et al. 2011). Total 
three specimen were tested for each sample. The average 
maximum flexural strength for 100 vol.% Cu is 15.29 
MPa and 14.32 MPa for Cu/0.5 vol.% GNPs, as shown in 
figure 5. The flexural strength of both is above 5MPa which 
according to (German and Bose 1997) is allowable for 
mechanical strength of injection molded parts.

CONCLUSION

In summary, the density and strength of both 100 vol.% Cu 
and Cu/ 0.5 vol.% GNps green part was determined. The 
main reason to for density testing is to determine either 
addition of GNPs will affect the composite density. Even 
though the density of Cu/GNPs composites decrease with 
addition of 0.5 vol% GNPs but both samples density is 
nearly similar to the theoretical density, where 100 vol.% 
Cu is 99.84% and Cu/ 0.5 vol.% GNps is 99.91% compared 
to their theoretical density. In term of green strength, for 100 
vol.% Cu the average flexural strength is 15.29 Mpa and 

Cu/ 0.5 vol.% GNps is 14.32 Mpa. Both sample strengths 
are over 5 MPa which indicates good mechanical properties 
and suitable for next processing steps such as debinding and 
sintering. Furthermore, both green parts were defect free, 
and SEM evaluations of both samples revealed good mixing 
and compaction of the materials.
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