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Pressure Induced Structural and Electronic Bandgap properties 
of Anatase and Rutile TiO2

(Struktur dan Ciri Jurang Jalur Elektronik Anatas dan TiO2 Rutil yang dirangsang oleh Tekanan)

TARIq MAhMOOd*, ChuAnBAO CAO, RAShId AhMEd, MAqSOOd AhMEd, M.A. SAEEd, 
ABRAR AhMEd ZAfAR, TAlAB huSAIn & M.A. KAMRAn

ABSTRACT

In this study, we present the structural and electronic bandgap properties of anatase and rutile titanium dioxide by 
applying ultrasoft pseudo-potential plane wave approach developed within the frame of density functional theory (DFT). 
We used generalized gradient approximation (GGA) proposed by Perdew-Burke-Ernzerhof (PBE) for exchange correlation 
potential. In our pressure driven investigations, geometry optimization is carried out for different values of pressure over 
a range of 0-100 GPa and subsequently related structural parameters and bandgap values of anatase and rutile titanium 
dioxide (TiO2) have been calculated. In both cases, the lattice constants (a, c) and volume decreased as the pressure was 
increased. Similarly, internal parameter for anatase increased and for rutile TiO2 it decreased under high pressure. The 
value of c/a decreased for anatase and increased for rutile TiO2 as a function of pressure. Our band structure analysis 
showed different behavior of bandgap between anatase and rutile TiO2. The conduction band of anatase TiO2 moved 
opposite to the conduction band of rutile TiO2 as we increased the pressure. Additionally we used the Birch-Murnaghan 
equation of state to obtain the equilibrium volume (V0), bulk modulus (B0) and pressure derivative of bulk modulus (B0’) at 
zero pressure. The calculated results are in good agreement with previous experimental as well as theoretical results.
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ABSTRAK

Di dalam kajian ini, kami membentangkan ciri struktur dan jurang jalur elektronik bagi anatas dan titanium dioksida 
rutil dengan menggunakan pendekatan gelombang satah pseudo-keupayaan ultralembut yang dibangunkan dalam 
kerangka teori fungsi ketumpatan (DFT). Kami menggunakan penganggaran cerun umum (GGA) yang diusulkan oleh 
Perdew-Burke-Ernzerhof (PBE) untuk keupayaan korelasi pertukaran. Kajian tekanan yang didorong pengoptimuman 
geometri telah dijalankan untuk nilai tekanan yang berbeza pada julat 0-100 GPa. Parameter struktur dan nilai jurang 
jalur anatas dan titanium dioksida rutil telah dikira. Dalam kedua-dua kes, nilai pemalar kekisi (a, c) dan isi padu 
menurun apabila tekanan meningkat. Parameter dalaman untuk anatas meningkat dan untuk TiO2 rutil menurun pada 
tekanan tinggi. Nilai c/a menurun untuk anatas dan meningkat untuk TiO2 rutil sebagai fungsi tekanan. Analisis struktur 
jalur menunjukkan tingkah laku yang berbeza antara jurang jalur anatas dan TiO2 rutil. Jalur konduksi anatas TiO2 
bergerak dengan berlawanan arah terhadap jalur konduksi TiO2, rutil apabila tekanan meningkat. Persamaan keadaan 
Birch-Murnaghan telah digunakan untuk mendapatkan isi padu keseimbangan (V0) modulus pukal (B0) dan terbitan 
tekanan modulus pukal (B0’) pada tekanan sifar. Keputusan yang diperoleh adalah selari dengan keputusan uji kaji dan 
teori yang sebelumnya.

Kata kunci: Jalur konduksi; tekanan; teori fungsi ketumpatan

InTROduCTIOn

Titanium dioxide (TiO2) is one of the most complex 
transition metal oxides, which readily exists and 
well described experimentally with a broad range of 
applications (diebold 2003). TiO2 has a versatile range 
of industrial applications such as photo-electrode (Griffin 
& Siefering 1990), electronics (Wu & Chen 1990), 
gas-sensing, painting (Varghese & Grimes 2003) and 
dye-sensitized solar cells (lazzeri et al. 2001). due to 
the versatile range of industrial applications, long term 
chemical steadiness, marvelous photocatalytic activity and 
photoelectrochemical hydrogen production through water 

splitting, TiO2 is under intense study for a long time (Asahi 
et al. 2001; diwald et al. 2004; fujishima & honda 1972; 
Gole et al. 2004; Irie et al. 2003; lindgren et al. 2003; 
nakamura et al. 2004; Sakthivel & Kisch 2003).
 In the literature, different phases have been discussed 
of this potential material but rutile and anatase phases have 
been most frequently investigated for the large bandgap 
3.2 eV for anatase (Baizaee & Mousavi 2009) and 3.0 eV 
for rutile (Burdett et al. 1987) semiconductors. Although 
many investigations are being performed to make TiO2 
visible light absorbing material by doping fe, Mo, Cr, Co, 
C and n (di Valentin et al. 2004, 2005; Khan et al. 2002; 
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Zhao et al. 2004) or introducing oxygen vacancies (lin et 
al. 2005), in the current era of science and technology, the 
wide bandgap materials such as TiO2 is under consideration 
for potential applications such as ferroelectric material at 
low pressures (liu et al. 2009), electronic devices (Wu & 
Chen 1990), fabrication of antireflection coatings, optical 
wave guides (Griffin & Siefering 1990) and realization of 
spintronic devices (Carp et al. 2004; diebold 2003; Janisch 
et al. 2005).
 Structural parameters and bandgap value of anatase 
and rutile titanium dioxide have been reported in some 
previous theoretical researches (Cho et al 2006; fox et 
al. 2010; Islam et al. 2007; labat et al. 2007; Mattioli et 
al 2008; Persson & da Silva 2005; Shirley et al. 2010), 
employing different methods (Pseudopotential hartree-
fock (Phf), Orthogonalized linear combination of atomic 
orbitals (OlCAO), full-potential linearized augmented 
plane-wave (fP-lAPW)). To the best of our knowledge 
there is no theoretical study on the structural and electronic 
bandgap calculations for anatase and rutile TiO2 under 
hydrostatic pressure.
 In this work we present investigations about the 
structural and electronic bandgap of anatase and rutile 
titanium dioxide under different values of hydrostatic 
pressure, using first-principles plane-wave ultrasoft 
pseudo-potential method. The details of computational 
method are given in the following section followed by 
results and discussion. The last section represents the 
conclusion of this work.

COMPuTATIOnAl dETAIlS

TiO2-anatase lies in the tetragonal crystal system; I41/
AMd space group (number 141) and TiO2-rutile also 
belongs to the same crystal system; P42/mnm space group 

(number 136). This investigation was performed using 
first-principles plane-wave ultra-soft pseudo-potential 
method within CASTEP code (Segall et al. 2002). The 
generalized gradient approximation (GGA) is used as an 
exchange-correlation function proposed by Perdew-Burke-
Ernzerhof (PBE) (Perdew et al. 1996). Pseudo atomic 
calculation performed for Ti: 3s23p63d24s2 and O: 2s22p4, 
respectively. We choose the cutoff energy 300 eV to expand 
the electronic wave functions in plane waves and k point 
set 4×4×4 under the Monkhorst-Pack scheme (Monkhorst 
& Pack 1976) for both anatase and rutile TiO2. 
 The Pulay density mixed method was used to 
calculate the ground state energy which was set to 
2×10-6eV atom-1. The Broyden and Goldfarb (BfGS) 
method (fische & Almlof 1992) was used to optimize 
the geometry of anatase and rutile TiO2.

RESulTS And dISCuSSIOn

We present the structural and bandgap studies of anatase 
and rutile TiO2 under stress. In order to get the best results, 
we carried out the prescribed calculation of the anatase 
and rutile structure using GGA-PBE comprehensively. for 
this purpose we used the experimental values of lattice 
constants for anatase (a=b=3.782 Å, c=9.502 Å) and rutile 
(a=b=4.586 Å, c=2.954 Å) TiO2 (Burdett et al. 1987) and 
optimized the structures, respectively. The optimized lattice 
parameters and obtained bandgaps values for anatase and 
rutile TiO2 from our GGA-PBE calculations are presented 
in Table 1. from Table 1, it is obvious that our obtained 
structural parameters for both anatase and rutile TiO2 are 
in very good agreement with the experimental values 
(Burdett et al. 1987). Our calculated structural parameters 
(a=b=3.798Å, c=9.852 Å, u=0.206, equatorial bond length 

TABlE 1. Optimized structural parameters for anatase and rutile TiO2 compared with experiment and other theoretical results

Exp. (Burdett et al.1987; 
Tang et al. 1993) This work

flAPW-ldA 
(Asahi et al. 2000)

fP-lAPW 
(Chen et al. 2004)

GGA-PW91 
(Yin et al. 2010)

Anatase
a
c
u
deq (Å)
dap (Å)
2θ°
Eg(eV)

3.782
9.502
0.208
1.932
1.979
156.3°

3.2

3.798
9.852
0.206
1.948
2.013

154.234°
2.179

3.692
9.471
0.206
1.893
1.948
154.4°

2.0

3.823
9.612
0.208
1.954
1.995

155.92°
2.13

3.8188
9.6875
0.2069
1.95
2.00
---

1.88
Exp. (Burdett et al. 1987; 

Pascual et al. 1978) This work
GGA-PW91 

(Yin et al. 2010)
GGA-PW91 

(Ma et al. 2009)
TddfT 

(Thilagam et al. 2011)

Rutile
a
c
u
deq (Å)
dap (Å)
2θ°
Eg(eV)

4.586
2.954
0.305
1.946
1.976
98.80

3.0

4.705
2.966
0.308
1.956
2.052

98.634°
1.969

4.656
2.967
0.3046
1.96
2.01
---

1.64

4.630
2.957

---
1.955
2.047

---

4.590
2.960

---
---

1.945(avg)
---

2.01
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(Ti-O) deq=1.948 Å, apical bond length (Ti-O) dap=2.013 Å 
and angle (Ti-O-Ti) 2θ=154.2340) and bandgap (Eg=2.179 
eV) for anatase TiO2 are better than previous theoretical 
results (Asahi et al. 2000; Chen & Cao 2004; Yin et al. 2010) 
and in consistent with experimental values (a=b=3.782 Å, 
c=9.502 Å, u=0.208, deq=1.932 Å, dap=1.979 Å, 2θ=156.30 
and Eg=3.2 eV) (Burdett et al. 1987; Tang et al. 1993). 
furthermore, it can be seen from Table 1 that the values of 
structural parameters (a=b=4.705 Å, c=2.966 Å, u=0.308, 
deq=1.956 Å, dap=2.052 Å and 2θ=98.6340) and bandgap 
(Eg=1.696 eV) for rutile TiO2 are also better than the listed 
computational results (Ma et al. 2009; Thilagam et al. 
2011; Yin et al. 2010) and comparable with experimental 
results (a=b=4.586 Å, c=2.954 Å, u=0.305, deq=1.946 Å, 
dap=1.976 Å, 2θ=156.30 and Eg=3.0 eV) (Burdett et al. 
1987; Pascual et al. 1978). 
 The structural parameters (lattice constants (a, c), c/a 
ratio, internal parameter (u) and volume (V)) of anatase 
and rutile TiO2 at different hydrostatic pressures are shown 
in figures 1(a) to 1(d). figures 1(a) and 1(d) are plots of 
the lattice constants (a, c) and volume V as a function of 
pressure. from theses plots (figures 1(a) & 1(d)), it can 
be seen that the values of lattice constants and volume are 
decreasing as pressure is increasing in both cases (anatase 
and rutile TiO2). 
 The graphs of the c/a ratio and internal parameter as 
functions of pressure are shown in figures 1(b) and 1(c), 

the c/a ratio reducing for anatase TiO2 and increasing 
for rutile TiO2 as the pressure is increased. The internal 
parameter (figure 1(c)) increases in the case of anatase 
structure and decreases for rutile structure at higher 
pressure. Interestingly, the crystal structures are stable 
over entire range of pressure from 0-100 GPa for both 
anatase and rutile TiO2. We have checked the symmetry 
after optimization step at each pressure value (0-100 GPa) 
by using find-symmetry tool as incorporated within material 
studio 5.0 version. furthermore, in order to obtain the 
equilibrium volume (V0), bulk modulus (B0) and pressure 
derivative of bulk modulus (B0`) for anatase and rutile 
structure we used the Birch Murnaghan equation of state 
(Murnaghan 1944).
 Table 2 summarizes our calculated results on the 
equation of state parameters of the anatase and rutile 
TiO2 at zero pressure. here, the obtained value of zero-
pressure volume (142.15 Å3) for anatase TiO2 is slightly 
overestimated as compared with experimental value 
(136.278) (Arlt et al. 2000) and other dfT based values 
(Iuga et al. 2007; Yin et al. 2010) but is in good agreement 
with theoretical value (Arlt et al. 2000). Moreover, the 
obtained value of bulk modulus (188 GPa) of anatase 
structure is in consistent with experiment (179 GPa) (Arlt 
et al. 2000) as compared with reported computational 
results (Arlt et al. 2000; Iuga et al. 2007; Yin et al. 2010). 
Also, the calculated result of pressure derivative of bulk 

fIGuRE 1. Calculated lattice parameters: (a) a, c, (b) the axial ratio c/a, (c) internal parameter (u) and 
(d) the unit cell volume (V) as function of pressure (GPa)
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modulus (  = 3.7) has good agreement with experiment 
(Arlt et al. 2000) as well as theoretical results (Arlt et al. 
2000; Iuga et al. 2007; Yin et al. 2010). In the case of rutile 
TiO2, the obtained values of zero-pressure volume (65.67 
Å3) and bulk modulus (244 GPa) are slightly higher than 
experiment (Arlt et al. 2000) and previous theoretical 
results (Swamy & Muddle 2007; Yahya Al-Khatabeh et 
al. 2009; Zhou et al. 2010). The lower value 3.6 of the B0’ 
for rutile TiO2 is obtained due to the overestimation of the 
equilibrium volume and bulk modulus in the total energy 
calculations.
 from figure 2 which is the graphical representation 
of bandstructure, it can be seen that the nature of bandgap 
is indirect. It can also be seen from figure 2 (0-40 GPa), 
the maximum of valence band lies at the right side of the 
M-symmetry point and minimum of conduction band is 
on G-point. from figure 2 (50-100 GPa), the maximum of 
valence band lies at M-point and minimum of conduction 
band remain the same on G-point. furthermore, from the 
calculated bandstructure it is clear that the conduction 
band of anatase TiO2 shifts down as a function of pressure 
(equivalent to hydrostatic pressure) and maximum of 
valance band shifts towards left side. The bandgap (Eg) 
reduces for anatase TiO2 as the pressure is increased. This 
is due to the decrease of lattice constants (figure 1(a)), c/a 
ratio (figure 1(b)) and volume (figure 1(d)) and increase of 
internal parameter (figure 1(c)) as a function of pressure. 
With the increase of pressure, the p states of Ti and O are 
delocalized, which result in the shifting of valance band 
maximum to higher energy levels and conduction band 
minimum to lower energy levels, which ultimately reduces 
the badgap of anatase TiO2 (Shi et al. 2009).
 figure 3 is the graphical representation of 
bandstructure of rutile TiO2, which exhibit its direct 
bandgap nature. from figure 3 (0-100 GPa), the 
maximum of valance band lies at the symmetry point G 
and minimum of conduction band is on G-point. figure 3 
(0 GPa) shows that the maximum of valance band is in flat 

shape but figure 3 (10-100 GPa) are representing that the 
edge of the maximum of valance band becoming sharp. 
furthermore, our calculations show that the conduction 
band of rutile TiO2 shifts up and maximum of valence 
band becomes sharp as pressure is increased. 
 The bandgap (Eg) increased for rutile TiO2 as the 
pressure is increased. This is due to the fact that increasing 
the pressure, results in delocalization of d and p states of 
Ti and p states of O. This delocalization further results in 
shifting of valance band maximum to lower energy levels 
and conduction band minimum to higher energy levels and 
hence the bandgap is increased as observed by Shi et al. 
(2009) and Tariq et al. (2012).

COnCluSIOn

We have performed the structural and bandgap calculations 
of anatase and rutile TiO2, using the generalized gradient 
approximation (GGA) for exchange correlation potential 
proposed by Perdew-Burke-Ernzerhof (PBE). Our 
calculated structural parameters (a, c, u, deq, dap, 2θ) 
bandgap (Eg) and parameters of equation of state at zero 
pressure for both polymorphs (anatase and rutile TiO2) 
are consistent with the experiment. It can be seen from 
figures 1(a) and 1(d) that the lattice parameters (a, c) 
and both volume decreased for anatase and rutile TiO2 
with the rise of pressure. It is also found that, as pressure 
increases, the c/a ratio increases for rutile and decreases 
for anatase TiO2. Similarly, the internal parameters 
increased for anatase and decrease for rutile TiO2 as 
pressure increased. The effect of pressure on bandgap for 
anatase and rutile phases also investigated. The bandgap 
decreased for anatase and increases for rutile TiO2 as 
pressure is increased. The results showed that the anatase 
and rutile TiO2 exhibit no phase transformation under 
high pressures (0-100 GPa) and room temperature. So we 
conclude that the anatase and rutile phases are stable at 
room temperature and high pressures up to 100 GPa.

TABlE 2. Calculated equilibrium volume (V0), bulk modulus (B0) and pressure derivative of bulk modulus (B0’) for anatase and 
rutile TiO2 at zero pressure compared with experiment and other theoretical results

Exp.
(Arlt et al. 2000)

This work GGA-PBE 
(Iuga et al. 2007)

aiPI 
(Arlt et al. 2000)

GGA-PW91 
(Yin et al. 2010)

Anatase
V0 (Å

3) 136.278 142.15 138.3 143.8 134.56
B0 (GPa) 179 188 221 189.5 146
B0’ 4.5 3.7 4.0 3.42 4

Exp. 
(Arlt et al. 2000)

This work VASP-GGA 
(Zhou et al. 2010)

CRYSTAl-GGA 
(Swamy et al. 2007)

PAW-ldA (Yahya Al-
Khatabeh et al. 2009)

Rutile
V0 (Å

3) 62.44 65.67 64.34 63.78 61
B0 (GPa) 211 244 221 215 250
B0’ 6.5 3.6 4.8 5.35 4
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fIGuRE 2. Pressure induced band structures of anatase TiO2
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fIGuRE 3. Pressure induced band structures of rutile TiO2
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